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SEP SEP

ASECL

Tohoku EPSON

Wafer process
(Front End)

Assy. process
(Back end)

Test process
(Electrical 

test/Visual)

Assy. process
(Back end)

Current

New

Packing & 
Shipping 
process

・Assembly process (plant) change
Wafer process, Test process, Shipping process: no change

SEP : Singapore Epson Industrial Pte Ltd.
ASECL : Advanced Semiconductor Engineering, Inc. Chung-Li

Description of Change : Production Site / Flow
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Item Current New Changing
point

Reason

Lead frame Cu frame Cu frame Dimension
Take standard 
lead-frame at 
subcontractor

Mold
Compound

CV8000series
Flammability:
UL-94 V-0
Halogen free

EME-G600series
Flammability:
UL-94 V-0
Halogen free

Material

Take standard 
mold 
compound at 
subcontractor

IC Chip 
Thickness 400um 300um Thickness

Take standard 
thickness and 
process 
condition at 
subcontractor

Description of Change : Changing points 

・These are their standard materials of our subcontractor.
・Our subcontractor has produced over 1000Mpcs in this 
condition as their standard since 2009.
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Item Changing
points Concerns Verification item Result

Lead frame Dimension

Dimensions
/Tolerance Dimensions data Pass

Lead strength Lead strength  test Pass

Solderbility Solderbility test Pass

Mold
Compound Material Reliability Reliability test Pass

IC Chip 
Thickness Thickness Reliability Reliability test Pass

Verification : Verification Results of Changing points /Concerns

・We evaluated each verification items. Any problem was not found 
in our evaluation. 
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Test Item Test Condition Sample
size

Test 
Duration

Failure 
Count

Judge
ment

High Temp with Bias 
Test

125℃, Absolute Maximum Rating 
Voltage

135 1,000 H 0 Pass

High Temp and High 
Humidity with Bias Test

85℃, 85%RH, Absolute Maximum 
Rating Voltage

135 1,000 H 0 Pass

High Temp storage 
Test

Ta=150℃ 45 1,000 H 0 Pass

Temp cycle Test -65℃～150℃
each more than 10 minute 

45 200 cyc. 0 Pass

Pressure cooker
Test

Ta=121℃, 100% 2.0E5 Pa 45 200 H 0 Pass

Resistance to 
soldering heat Test

Pre-Conditioning → Reflow 265℃ 45 3 Times 0 Pass

Lead strength (Pull) Tension 2.5N, 30sec 22 1 Time 0 Pass

Lead strength 
(Bending)

Bend 30° 22 2 Times 0 Pass

Solderability1 Steam aging 4h
→ Solder dipping 245℃, 5sec

22 1 Time 0 Pass

Solderability2 150℃,16h
→ Solder dipping 245℃, 5sec

22 1 Time 0 Pass

Verification : Reliability Test Results of EC parts

・We judged that the Engineering change had no problem, based on 
the test result performed in the same condition as our current parts.
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Item Contents Page

Comparison of 
Appearance

Package Appearance     (Our general products)
QFP15-100pin 
QFP15-128pin

P8
P9

Comparison of 
External dimension

Measurement points of dimension (drawing)

Measurement result of external dimension
QFP15-100pin
QFP15-128pin

P10

P11
P12

Comparison of 
Lead frame 

X-ray photo                  (Our general products) 
QFP15-100pin
QFP15-128pin

P13
P14

・Comparison data and photo are shown on each page.
As a typical photo, we explain with our general products.

Verification : List of Product Comparisons
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It shows comparison photos before and after change.

・Though external appearance is different at Index mark (→), there are no change of 
external dimension and its tolerance. 

Current（Singapore EPSON） New（ASECL）

P-LQFP100-1414-0.50（QFP15-100pin）

Verification : Comparison of Appearance

※ These are the pictures of  Epson’s general product for reference.
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It shows comparison photos before and after change.

・Though external appearance is different at Index mark (→), there are no change of 
external dimension and its tolerance. 

Current（Singapore EPSON） New（ASECL）

P-LQFP128-1414-0.40（QFP15-128pin）

Verification : Comparison of Appearance

※ These are the pictures of  Epson’s general product for reference.
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Comparison of each dimension before / after the change.

Verification : External Dimension

Package length, width:D, E

Overall length, width:HD, HE

Co planarity:y

Seated height:AMAX

Stand-off height:A1

Package height:A2

Tolerance of terminal
center position:x

Terminal width:b

Terminal thickness:c

Length of flat part
of terminal:L

Terminal length:L1

Angle of terminal
flat portions:θ

Refer; P-LQFP100-1414-0.50（QFP15-100pin）
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Item / Spec.
Current（Singapore EPSON） New（ASECL）

Average Cpk Average Cpk

E 14±0.1 14.020 6.92 14.011 5.78

D 14±0.1 14.021 2.34 14.010 9.79

HE 16±0.4 15.976 4.82 15.976 17.76 

HD 16±0.4 15.993 8.01 15.993 11.61 

AMAX Max 1.7 1.548 7.59 1.523 7.33 

A1 0.1±0.1 0.110 3.63 0.106 2.73

A2 1.4±0.1 1.399 3.72 1.390 4.71 

b 0.17～0.27 0.187 2.65 0.194 4.63

c 0.09～0.2 0.143 6.96 0.143 15.06

θ 0～10° 7.262 10.15 7.022 3.52

L 0.3～0.75 0.582 7.97 0.567 8.48

L1 1±0.2 0.984 19.97 0.990 4.79 

x Max 0.08 0.001 9.49 0.003 17.97 

y Max 0.08 0.035 5.68 0.025 2.87 

Unit（mm）P-LQFP100-1414-0.50（QFP15-100pin）

・Judged no problem, because measurement data of each dimension 
shows over Cpk1.67. 
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Item / Spec.
Current（Singapore EPSON） New（ASECL）

Average Cpk Average Cpk

E 14±0.1 14.023 6.09 13.958 6.94

D 14±0.1 14.030 2.06 13.957 2.32

HE 16±0.4 15.970 25.35 16.009 40.66

HD 16±0.4 15.991 16.77 16.002 42.52

AMAX Max 1.7 1.543 2.54 1.548 2.70

A1 0.1±0.1 0.060 2.37 0.081 6.41

A2 1.4±0.1 1.404 10.49 1.410 18.55

b 0.13～0.23 0.172 2.73 0.167 5.35

c 0.09～0.2 0.151 30.59 0.145 35.99

θ 0～10° 6.5° 2.24 3.4° 2.10

L 0.3～0.75 0.568 3.51 0.532 2.44

L1 1±0.2 0.979 3.19 1.023 5.51

x Max 0.08 0.009 4.07 0.001 6.79

y Max 0.08 0.026 1.94 0.015 3.64

Unit（mm）P-LQFP128-1414-0.40（QFP15-128pin）

・Judged no problem, because measurement data of each dimension 
shows over Cpk1.67. 



13Doc# Q15_std_eg

Current（Singapore EPSON） New（ASECL）

P-LQFP100-1414-0.50（QFP15-100pin）

Verification : Comparison of Lead frame (X-ray photo)

・Resistance to soldering heat (MSL) is same.

It shows comparison photos before and after change.

※ These are the pictures of  Epson’s general product for reference.
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Current（Singapore EPSON） New（ASECL）

P-LQFP128-1414-0.40（QFP15-128pin）
・Resistance to soldering heat (MSL) is same.

It shows comparison photos before and after change.

Verification : Comparison of Lead frame (X-ray photo)

※ These are the pictures of  Epson’s general product for reference.
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・Lead frame
Material, External dimension : no change
Lead strength and Solderability : equal to current parts

・Mold Compound Material
Resistance to soldering heat, Reliability : equal to current parts
Flammability (UL-94 V-0), Halogen Free compliance : no change

・IC Chip Thickness
Change of IC chip thickness has no influence to IC chip itself.

・Conclusion
We judged that there was no concern about new parts, because 
any problems were not found in our evaluation.  We also refer to 
the fact that our subcontractor has produced over 1000Mpcs in this 
condition as their standard since 2009.

-> You can take the EC parts in your production by current  
handling way without any adjustment.

Summary of Verification Results



16Doc# Q15_std_eg

ASE Group Chung-Li (ASECL)
http://www.asecl.aseglobal.com/

(ASE; Advanced Semiconductor Engineering, Inc.）

Address 550,Chung-Hwa Road Section 1 Chung-Li, 320, Taiwan, R.O.C

Site area 6.4ha

Business 
offerings

IC package 
Packaged IC test
IC package material (Flip-chip package substrates）

Quality
systems

ISO9001:2015
IATF16949:2016
ISO1401:2016  

August 2017 (Org. Jul. 2003)
August 2017     (Org. Jul. 2003)
November 2018  (Org. Nov. 2002)

1999  M&A Plant by Motorola Inc. 
2003 QFP production start
2004 BGA production start

Other W/W Number One OSAT(Outsourced Semiconductor Assembly & Test) company. 
Sales : ASE total NT$240.4B (US$7.9B) 

Packaging service NT$126.2B (US$4.2B)       [2017 ASE IR Report]

Appendix : Outline of our subcontractor
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Google Map より

ASE Group
Head Office Factory (高雄)

ASE Group
Chung Li Factory (中壢)

＜Location of ASECL＞

Appendix : The subcontractor location
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Appendix : Volume of Business for Epson

Epson started subcontracting production to ASECL from CY2003.
The average of our volume of business was over 17Mpcs per year in 
the last ten years.



19Doc# Q15_std_eg


